Chippewa Falls, WI

1610 Palmer St. | Chippewa Falls, WI 54729 | Phone: 715-723-8558 | Quote request: rfq@pioneermetal.com

INDUSTRIAL HARD
CHROME PLATING
(MIL-STD-1/11.2.2)
* AMS 2460

* CLASS Il ADHERENCE, 0.0002" - 0.100"

THICKNESS, UP TO 18.5', 10,000 LBS,
+ 48" DIAMETER
* ID PLATING
* EXTRUSION DIE PLATING

FIREARMS FINISHING
(MIL-C-20218)

* ID GUN BARREL PLATING
* MANGANESE PHOSPHATE

CYLINDRICAL GRINDING

+ COMMERCIAL MIRROR FINISH: 0-1 RA

* ENGINEERED COARSE MATTE FINISH
UP TO 350 RA

+ CHROME .001"-.002" THK-.001" TIR/TAPER

* SOFT MATTE FINISHES UP TO 100
RA CHROME .005" THICK MINIMUM
.0005" TIR/TAPER

CERTIFICATIONS

CYLINDRICAL OPTICAL
AND NON-OPTICAL FINISH
POLISHING

+ COMMERCIAL GRADE MIRROR
FINISHES UP TO 16RA AND
OPTICALLY FLAWLESS MIRROR
FINISHES DOWN TO 0.3 RA

+ CAPACITY 10,000 LBS AND 40"
DIAMETER

DEMAGNETIZATION

* REMOVE PART MAGNETISM
* CAPACITY OF 6,000LBS AND 18'L

BLASTING

* SINGLE PART GLASS BEAD
BLASTING

* ROLL BLASTING TO SPECIFIC
APPEARANCE; RA AND GLOSS

+ CUSTOM MATTE FINISHES

CHROME STRIPPING
» CHEMICAL CHROME REMOVAL

FFL Licensed

MARKETS SERVED

The following is a list of current
markets we provide services to:
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PRINTING & PACKAGING

AGRICULTURE

HIGH-PERFORMANCE
ENGINES

VALUE-ADD SPECIALTY CHROME PLATING AND FINISHING

Chippewa Falls places a strong emphasis on cultivating and reinforcing customer
relationships by demonstrating a steadfast commitment to quality and prompt delivery. @
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Within our facility, we proudly provide a comprehensive suite of services, encompassing e

top-tier industrial hard chrome plating, precision machining, and surface finishing. We
are a trusted service provider to industrial equipment manufacturers worldwide, who put
our finishes to the test day after day, year after year.
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About Pioneer Metal Finishing

Starting in 1945, Pioneer has focused on being a premier metal
finisher partner for our customers. We exist to be an extension

of our customers’ business, providing value-added services that
improve the performance of their products. This focus has led us to
operate 11 facilities in the United States and Mexico, providing a full
spectrum of finishing services.
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1 1 NORTH AMERICAN LOCATIONS
4,000 INDUSTRY SPECIFICATIONS

SO0,000 SQ. FT. OF MANUFACTURING
600,000,000 PARTS PROCESSED ANNUALLY

Request a quote at: rfq@pioneermetal.com
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All Pioneer Processes

Adhesives & Coatings
Dry Film Lubricant
Heat Reflective Coating
Paint

Powder Coating

Rubber to Metal
Adhesive Coating

Zinc Rich Coating

Aluminum Anodize
(MIL-PRF-8625)
Type Il Anodize

Type Ill Hardcoat,
Clear & Dyed

Type IIB Thin Sulfuric
Anodize

Type 1C Boric-Sulfuric
Bright Dip Anodize
FrostKote

Conversions &
Pretreatments

Aluminum Conversion
Coating

Aluminum Heat
Treatment

Aluminum Passivation
Electropolishing
Manganese Phosphate
Pickle & Oil

Stainless Steel
Passivation

Iron Phosphate
Zinc Phosphate

Value Added Services
Dye Penetrant Inspection
Non-Destructive Testing
Laser Ablation Masking
Direct to Part Ink

Screen and Pad Printing
Laser Engraving
Titanium Etching

Non-Spec Cleaning of
Aluminum, Ferrous &
Non-Ferrous alloys

Plating

Electroless Nickel
Black Electroless Nickel
Nickel Sulfamate

Bright Acid Copper
Hard Chrome

Precious Metals Plating
Gold-Hard

Gold-Soft, Pure

Silver Type |, Il and 1l
Rhodium

Platinum

Proprietary Finishing
Services

ARP Acid Etch
CastGuard™
EnduraGuard™
FrostKote™
Medi-Black®
NiCoTef™
NorGuard™
NorKote™
NorLast™
NorLube™
Optical Black®
Steri-Safe™
Vortex Anodizing

Mechanical Finishing
Media Blasting

Bead Blasting
Graining

Parts Washing
Tumbling

Pioneer Technologies &
Laboratory Services

Salt Spray Testing

Wear Resistance Testing
Cross-Section Analysis
Micro Hardness Testing
Surface Ra Evaluation
Coefficient of Friction

Piorieer

METAL FINISHING

www.pioneermetal.com

The data contained herein are intended as reference only. Please contact Pioneer Metal Finishing for assistance. Except as otherwise noted,
all marks used above in this printed material are trademarks and/or registered trademarks of Pioneer Metal Finishing, LLC and/or its affiliates.
© 2026 Pioneer Metal Finishing, LLC. 03-2026



